
Cost Comparison
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.0005/12um Zinc-Nickel-BlackTrivalent Chromate

.0005/12um Tin-Zinc-Clear Trivalent Chromate

.0003/8um Zinc-Nickel-Black Trivalent Chromate

.0005/12um Zinc-Nickel-Clear Trivalent Chromate

.0005/12um Zinc-Iron Black Chromate

.0003/8um Tin-Zinc-Clear Trivalent Chromate

.0003/8um Zinc-Nickel-Clear Trivalent Chromate

.0003/8um Zinc-Iron Black Chromate

.0002/6um Tin-Zinc-Clear Trivalent Chromate

.0005/12um Zinc-Iron Clear Chromate

.0005/12um Zinc-Trivalent Chromate-Black

.0003/8um Zinc-Iron Clear Chromate

.0005/12um Zinc-Trivalant Chromate-Clearcoat-Wax

.0003/8um Zinc-Trivalent Chromate-Black

.0003/8um Trivalent Zinc with JS500

.0005/12um Zinc-Trivalent Chromate-Clearcoat

.0005/12um Zinc-Trivalent Chromate-Yellow

.0003/8um Zinc-Trivalent Chromate-Clearcoat-Wax (GMW3044-4;Ford S437)

.0005/12um Zinc-Trivalent Chromate

.0003/8um Zinc-Trivalent Chromate-Clearcoat (GMW3044-X)

.0003/8um Zinc-Trivalent Chromate-Yellow

.0003/8um Zinc-Trivalent Chromate (GMW3044-N)

Cost Factor

Cost factors are a multiple of the 
typical cost of phos & oil, a basic 

low cost finish.
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